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No. 090 Asphalt Surfaces (International) Ltd. 

     
ADDRESS 
地址 

: Tsing Yi Lot, Lot No. 108, Sai Tso Wan Road, Tsing Yi Island, 
New Territories, Hong Kong. 
香港新界青衣島西草灣道 108 地段 

   
AUTHORISED 
REPRESENTATIVE 
委任代表 

: Mr. CHAN Lai Kwan, Edmund, Technical and Quality Assurance Manager 
陳禮君先生,技術及品管經理 

   
ENQUIRY 
查詢 

: Mr. CHAN Lai Kwan, Edmund, Technical and Quality Assurance Manager 
陳禮君先生,技術及品管經理 

   
Tel 電話 : 2920 2778 
Fax 傳真 : 2449 9062 
E-mail 電郵 : edmund@asphaltsurfaces.com 
   

CLIENTELE 
服務對象 

: In-house laboratory, normally not available for public testing 
內部實驗室，通常只提供內部服務 

   
ACCREDITED TEST 
CATEGORIES  
認可測試類別 

: Construction Materials 建築材料 
 

   
SCOPE OF 
ACCREDITATION 
認可範圍 

: As shown on the following pages 詳見後頁 

   

*  *  *  *  *  *  *  * 
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Asphalt Surfaces (International) Ltd. 
TEST 

CATEGORY 
測試類別 

ITEMS, MATERIALS 
OR PRODUCTS TESTED 
測試項目、材料或產品 

SPECIFIC TESTS OR 
PROPERTIES MEASURED 
特定測試或量度的特性 

SPECIFICATION, STANDARD METHOD 
OR TECHNIQUE USED 

規範、標準方法或應用技術 

 

 CONSTRUCTION     
 MATERIALS  Aggregates  Sampling and reducing samples of  BS EN 932-1 : 1997  
 建築材料   aggregate of testing size   
     
   Moisture content  BS 812 : Part 109 : 1990 (Oven drying method)  
    with modification  
     
   Particle size distribution  ASTM C117 - 95 and ASTM C136 - 95  
   (Fine and coarse  aggregates)  with modification  
     
   Specific gravity and absorption  ASTM C127 - 88 (Reapproved 1993)   
   of coarse aggregate  with modification  
     
   Specific gravity and absorption  ASTM C128 – 93 with modification  
   of fine aggregate    
     
   Flakiness index  BS 812 : Part 105.1 : 1989 (with modification)  
     
   Particle size distribution (mineral filler)  ASTM D546 – 94 with modification  
     
     
  Bituminous Materials  Sampling bituminous paving  BS 598 : Part 100 : 1987  
    mixtures to testing size   
     
   Quantitative extraction of bitumen  ASTM D2172 – 95 Test Method A with   
   from bituminous paving mixtures  modification  
     
   Theoretical maximum specific  ASTM D2041 – 95 with modification  
   gravity and density   
     
   Bulk specific gravity and percent air voids  ASTM D2726 – 96 and D3203 - 94 with   
   in compacted bituminous paving mixtures  modification  
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
 


