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No. 109 Hong Kong Curtain Wall Testing Centre Ltd. 
香港幕牆檢測中心有限公司 

 
ADDRESS 地址   
Main Office : Unit 2706-7, 27/F, Metropole Square, 2 On Yiu Street, Shatin, New Territories, Hong 

Kong 
香港新界 沙田 安耀街 2 號新都廣場 27 樓 2706-7 室 

   
Main Laboratory : Yuen Long Laboratory Address : 

DD119, Lot 1232, Sha Kiu Road, Pak Sha Tsuen, 
Yuen Long, New Territories, Hong Kong. 
香港新界元朗白沙村沙橋路 DD119, 1232 地段 

   
Hong Kong Branch 
Laboratory 

 Fotan Laboratory Address : 
Rm R, 5/F, Blk 2, Kin Ho Industrial Bldg., 14-24 Au Pui Wan Street, Fo Tan, 
New Territories, Hong Kong 
香港新界 火炭坳背灣街 14-24 號金豪工業大廈 2 座 5 樓 R 室 

   
Shenzhen Branch 
Laboratory 

 Shenzhen Laboratory Address : 
深圳市龍崗區坪山鎮碧嶺行政村石夾路 28 號 

   
AUTHORISED 
REPRESENTATIVE 
委任代表 

: Ms. LAM Yuen Shan Stephanie, Operation Director 
林宛姍小姐，營運總監 

   
ENQUIRY 
查詢 

: Ms. LAM Yuen Shan Stephanie, Operation Director 
林宛姍小姐，營運總監 

   
Tel 電話 : 2687 6122 
Fax 傳真 : 2690 0122 
E-mail 電郵 : enquiry@curtainwalltest.com 
Website Address 網址 : http://www.curtainwalltest.com 
   

CLIENTELE 
服務對象 

: Public 
公眾 

   
ACCREDITED TEST 
CATEGORIES  
認可測試類別 

: Construction Materials建築材料 
 

   
SCOPE OF 
ACCREDITATION 
認可範圍 

: As shown on the following pages 詳見後頁 

   

*  *  *  *  *  *  *  * 
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Hong Kong Curtain Wall Testing Centre Ltd. 
香港幕牆檢測中心有限公司 

Main Laboratory 
TEST 

CATEGORY 
測試類別 

ITEMS, MATERIALS 
OR PRODUCTS TESTED 
測試項目、材料或產品 

SPECIFIC TESTS OR 
PROPERTIES MEASURED 
特定測試或量度的特性 

SPECIFICATION, STANDARD METHOD 
OR TECHNIQUE USED 

規範、標準方法或應用技術 

 

 CONSTRUCTION     
 MATERIALS  Curtain Walls  Safety test for curtain wall system  Building Department PNAP 106 June 2006  
 建築材料   - Cyclic test  (Paragraph 4)  
     
   Structural performances tests by uniform   ASTM E330-02  
   Static air pressure difference   
     
   Wind resistance test  BS 5368 : Part 3 : 1978  
    EN 77 : 1977  
     
  Anchor Bolt  In-situ tensile proof load test  In-house Method TPM017  
   in the force range   
   5 kN - 400 kN   
     
  Anchor/  In-situ tensile proof load test   BS 5080 Part 1: 1993  
  Structural Fixing  in the force range  Cl. 6.7.1.1 & 7.1.3  
   5kN – 400 kN   
     
  Building Glass  Impact performance requirements for flat  BS6206:1981   
   Safety glass/plastics   
     
 Building components Load test of spider and glass fixing Code of Practice for the Structural Use of Steel 2005,  
  Structural components Cl. 16.2  
   In-house method TPM021  
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Hong Kong Curtain Wall Testing Centre Ltd. 
香港幕牆檢測中心有限公司 

Hong Kong Branch Laboratory 
TEST 

CATEGORY 
測試類別 

ITEMS, MATERIALS 
OR PRODUCTS TESTED 
測試項目、材料或產品 

SPECIFIC TESTS OR 
PROPERTIES MEASURED 
特定測試或量度的特性 

SPECIFICATION, STANDARD METHOD 
OR TECHNIQUE USED 

規範、標準方法或應用技術 

 

 CONSTRUCTION     
 MATERIALS  Welds  Magnetic particle flaw detection  BS 6072:1981(1986)  
 建築材料  (Non-destructive tests)   BS EN 1290:1998  
    BS EN ISO 9934-1:2001 (2003)  
    ISO 9934-1:2000 (2003)  
    (Magnetic flow method of colour contrast technique,  
    using permanent magnets & A C yokes)  
     
   Penetrant flaw detection  BS 6443 : 1984 AMD 4844  
    (Colour contrast method)  
     
   Penetrant testing   BS EN 571-1 : 1997  
    (Colour contrast method)  
     
   Ultrasonic examination of welds  BS 3923 : Part 1:1986  
   (Manual examination)  BS EN 1714 : 1998  
    (Butt welds in plates & pipes, ‘T’ joint welds,   
     Nozzle welds and Node welds)   
     
   Visual inspection of fusion weld  BS EN 970:1997  
    BS 5289:1986  
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Hong Kong Curtain Wall Testing Centre Ltd. 
香港幕牆檢測中心有限公司 

Shenzhen Branch Laboratory 
TEST 

CATEGORY 
測試類別 

ITEMS, MATERIALS 
OR PRODUCTS TESTED 
測試項目、材料或產品 

SPECIFIC TESTS OR 
PROPERTIES MEASURED 
特定測試或量度的特性 

SPECIFICATION, STANDARD METHOD 
OR TECHNIQUE USED 

規範、標準方法或應用技術 

 

 CONSTRUCTION     
 MATERIALS  Curtain Walls  Safety test for curtain wall system  Building Department PNAP 106 June 2006  
 建築材料   - Cyclic test  (Paragraph 4)  
     
   Structural performances tests by uniform   ASTM E330-02  
   Static air pressure difference   
     
   Wind resistance test  BS 5368 : Part 3 : 1978  
    EN 77 : 1977  
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
 


