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No. 175 South China Inspection & Testing Limited 
華南檢測有限公司 

 
ADDRESS 
地址 

: Unit H, 16/F, Century Industrial Centre, 33-35  Au Pui Wan Street, Fo Tan,  
Shatin, New Territories, Hong Kong 
香港新界沙田火炭坳背灣街 33-35 號世紀工業中心 16 字樓 H 室 
 

   
AUTHORISED 
REPRESENTATIVE 
委任代表 

: Mr. CHEUNG Fai Wah, Quality Manager 
張輝華先生，質量經理 

   
ENQUIRY 
查詢 

: Mr. CHEUNG Fai Wah, Quality Manager 
張輝華先生，質量經理 

   
   

Tel. 電話 : (852) 3124 1261 
Fax. 傳真 : (852) 3124 1272 
E-mail 電子郵箱 : scit@on-nets.com 
Website Address 網頁地址 :  
    

CLIENTELE 
服務對象 

: Public 
公眾 

   
ACCREDITED TEST 
CATEGORIES  
認可測試類別 

: Construction Materials建築材料 
 

   
SCOPE OF 
ACCREDITATION 
認可範圍 

: As shown on the following pages 詳見後頁 

   

*  *  *  *  *  *  *  * 
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South China Inspection & Testing Limited 
華南檢測有限公司 

TEST  
CATEGORY 
測試類別 

ITEMS, MATERIALS 
OR PRODUCTS TESTED 
測試項目、材料或產品 

SPECIFIC TESTS OR 
PROPERTIES MEASURED 
特定測試或量度的特性 

SPECIFICATION, STANDARD METHOD  
OR TECHNIQUE USED 

規範、標準方法或應用技術 

 

 CONSTRUCTION     
 MATERIALS     
 建築材料  Welds  Magnetic Particle Flaw Detection  BS 6072 : 1981 (1986)  
  (Non-destructive tests)   (Magnetic flow method, colour contrast technique,  
    using permanent magnets & A C yokes)  
     
   Magnetic particle examination of welds  BS EN 1290 : 1998  
    (Magnetic flow method and colour contrast technique)  
     
   Visual examination of Fusion Welded Joints  BS 5289 : 1976  
     
   Non-destructive examination of fusion welds BS EN 970 : 1997  
   - visual examination   
     
   Ultrasonic examination of welds  BS 3923 : Part 1 : 1986  
       (Butt welds in plates and pipes, ‘T’ joint and nozzle   
          welds)  
     
   Ultrasonic examination of welded joints   BS EN 1714 : 1997  
   (manual method)  (Butt welds in plates and pipes, ‘T’ joint and nozzle   
    welds)  
     
  Anchor bolts  In-situ tension proof load test on anchors   In-house method TM-PLT-001  
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     
     

     
     
     

 Remark: .l. denotes test for which accreditation has been reinstated. 


